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POTASSIUM BROMIDE BLEND PROCESS 

FLOW DIAGRAM 

POTASSIUM BROMIDE RAW MATERIAL CHARGED TO 

HEATED MOTHER LIQUOR 

3 ST AGE PURIFICATION 

TRANSFER TO FINAL COOLING ST AGE 

CRYSTAL SEPARATION THROUGH FUNNEL FILTER 

TRAY DRIED TO DESIRED MOISTURE 

BLENDING OF APPROVED BATCHES 

FINAL PACKAGING 
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